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Physical Properties

(All Thicknesses)
PROPERTY PLYWOOD osB
o .
Mail Holding 13
(N/mm)
Thickn(e‘}:i Swell 10-30

Notes:

1. Plywood densities based on CANPLY publication Plywood Design Fundamentals.

0SB density based on Canadian Wood Council design information and TECO publication
Design Capacities for OSB.

‘ 2. Nail Holding data based on APA Report T2001-3A. Test procedure per ASTM D1761 using
Senco Nail, BJ23E, 0.099" x 2%4", at dry conditions. Data presented is the calculated
average of 460 tests, with specimens ranging from 3/8” to 1-1/8" thick.

3. Thickness Swell data based on tests performed at the CANPLY Technical Centre. Test
procedure per CSA 0325.1, Section 5.11 following the 14 day one-side wetting conditioning.
Values presented for plywood are the calculated average of test results. Values presented
{ for OSB are the calculated averages from various products - from premium to commercial
grade.

4. Values not intended for design, but for information purposes only.
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